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Main Steps: Description Information
1. Safety Important!! In case of emergency or if at any time you require  assistance contact a Fig 1
supervisor

2. Cleaning

the area Clean area around scuff with wet cloth removing all debris. (Fig 1)
3. Heating Using the hot air gun heat up the effected area (Fig 2)

the

surface Ensure not to get the area too hot or this will burn the coating (the coating melts at | Fig 2

180 C)

Move the gun over the effected area until a gloss finish is obtained. (Fig 3)

WARNING!

DO NOT touch the coating for approximately 10 minutes or until cool.
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